Richard Dvorský - seznam publikací ke 31.12.2011    
(Evidence v databázích Web of Knowledge, Science Direct, Scopus) 
(PATENT, PRŮMYSLOVÝ VZOR, FUNKČNÍ VZOREK, PROTOTYP, PŘIHLÁŠKAVYNÁLEZU) 

[1] Dvorsky, R., Trojkova, J., Lunacek, J., Piksova, K., Klouda, K.: Preparation of nanocomposite resistive materiál with modified silicon nanoparticles Si(C60) in tin metal matrix, Advanced Science, Engineering and Medicine Vol.3, 139–143, 2011
WEB OF KNOWLEDGE
[2] Praus, P., Dvorsky, R., Kozak, O.: Precipitation of ZnS nanoparticles and their deposition on montmorilonite, Advanced Science, Engineering and Medicine Vol.3, 113–118, 2011
WEB OF KNOWLEDGE
[3] Dvorský. R., Trojková, J., Lunacek, J., Piksová, K., Černohorský, O.: Synthesis of Inorganic Nanofibers and Lamellar Structures with Large Specific Surface by Means of Controlled Vacuum Freeze-Drying Process, 3th INTERNATIONAL CONFERENCE NANOCON 2011, Olomouc 2011 (21-23 September 2011) , Conference Proceedings Book (ISBN 978-80-87294-27-7), p.58-63

WEB OF KNOWLEDGE
[4] Praus, P., Dvorský. R., Kozák, O., Kočí, K.: Zinc Sulphide Nanoparticles for Photochemical Reactions: Reduciton of Carbon Dioxide and Oxidation of Phenol, 3th INTERNATIONAL CONFERENCE NANOCON 2011, Olomouc 2011 (21-23 September 2011), Conference Proceedings Book (ISBN 978-80-87294-27-7), p.298-304

WEB OF KNOWLEDGE
[5] Podjuklová, J., Suchánková, K., Laník, T., Bártek, V., Kopaňáková, S., Šrubař, P., Hrabovská, K., Dvorský,  R.: Factors Influencing the Properties of Preotective Coating Containing Nanoparticles Pigment, 3th INTERNATIONAL CONFERENCE NANOCON 2011, Olomouc 2011 (21-23 September 2011) in press
WEB OF KNOWLEDGE
[6] Dvorsky, R., Trojkova, J., Praus, P.: Preparation of nanoagregates nC60 from colloidal nanodispersion (C60+toluen)-H2O, 63th Congress of chemists 2011, Tatranske Matliare 2011 (5-9 September 2011), ChemZi 7/13, 1P16, p.79 

[7] Praus, P., Dvorsky, R., Kozák, O., Kočí, K. , Bartusek, S.: Precipitation and stabilization of the zinc sulphide nanoparticles on montmorilonit, possibilities for the use of carbon dioxide photoreduction, 63th Congress of chemists 2011, Tatranske Matliare 2011 (5-9 September 2011), ChemZi 7/13, 1P15, p.78 

[8] Dvorský, R.: Metoda přípravy vláknitých a lamelárních mikrostruktur a nanostruktur řízeným vakuovým vymrazováním kapalinové disperze nanocástic,  Přihláška vynálezu ÚPV č. PV 211-540

PŘIHLÁŠKAVYNÁLEZU
[9] Dvorský, R.: Metoda emulzní prípravy kapalinové disperze nanočástic z nerozpustného materiálu,  Přihláška vynálezu ÚPV č. PV 211-536

PŘIHLÁŠKAVYNÁLEZU
[10] Praus, P., Kozák, O., Kočí, K., Panáček, A., Dvorský, R.: CdS nanoparticles deposited on montmorilonite: Preparation, characterization and application for photoreduction of carbon dioxide, Journal of Colloid and Interface Science  360 (2011) 574–579 
WEB OF KNOWLEDGE, SCIENCE DIRECT, SCOPUS ---- (I.F. – 3,019)
[11] Dvorsky, R., Trojkova, J., Lunacek, J., Piksova, K., Klouda, K.: Preparation of nanocomposite resistive materiál with modified silicon nanoparticles Si(C60) in tin metal matrix, 2nd Nanomaterials and Nanotechnology Meeting, NANO OSTRAVA 2011 (27. – 29.4. 2011), p. 26-27 . ISBN 978-80-7329-264-5
[12] Praus, P., Dvorsky, R., Kozak, O.: Precipitation of ZnS nanoparticles and their deposition on montmorilonite, 2nd Nanomaterials and Nanotechnology Meeting, NANO OSTRAVA 2011 (27. – 29.4. 2011), p. 59 . ISBN 978-80-7329-264-5
[13] Dvorský, R., Luňáček, J.: Permutátor kapaliny v nanopartikulárních disperzích. Funkční vzorek ev.č. 079/03-11-2010_F.
FUNKČNÍ VZOREK
[14] Dvorský, R., Lunacek, J., Slíva, A., Piksová, K.: Formation of Lamellar and Febrillar Microaggregates of Silicon Nanopartocles During Vacuum Freeze Drying of Water Suspension, 5th INTERNATIONAL CONFERENCE ON SURFACES, COATINGS AND NANOSTRUCTURED MATERIALS, Reims 2010 (19-22 October 2010)

[15] Dvorský, R., Lunacek, J., Slíva, A., Sancer, J.: Preparation of Silicon Nanoparticular Nanocomposite with Thin Interparticular Tin Matrix, Journal of Nanoscience and Nanotechnology, Vol. 11, No. 11, November 2011, 9065-9071 (2011)

WEB OF KNOWLEDGE, SCIENCE DIRECT, SCOPUS ---- (I.F. - 1,435)

[16] Dvorský, R., Luňáček, J., Slíva, A.: Dynamics Analysis of Microparticles Cavitation Disintegration During Nanopowder Preparation in New Water Jet Mill (WJM),  Advanced Powder Technology, Volume 22, Issue 5, September 2011, Pages 639-643
WEB OF KNOWLEDGE, SCIENCE DIRECT, SCOPUS ---- (I.F. – 0,840)
[17] Sliva, A., Brazda, R., Zegzulka, J., Dvorsky, R., Lunacek, J.: Particle Characterization of Nanoparticle Materials in Water Jet Mill Device , Book Series: Journal of Scientific Conference Proceedings 2010 Volume: 2 Issue: 1 Pages: 45-48
WEB OF KNOWLEDGE 
[18] Dvorský. R., Lunacek, J., Slíva, A., Piksová, K.: Preparation of Silicon Nanoparticles  by Means of Disintegration in a Cavitation Water Jet, 2nd INTERNATIONAL CONFERENCE NANOCON 2010, Olomouc 2010 (12-14 October 2010)
WEB OF KNOWLEDGE 
[19] Podjuklová, J., Hrabovská, K., Dvorský, R., Barabaszová, K., Pelikánová, K., Laník, T., Dobrovodská, L., Bártek, V., Menšikov, V.V.: Study of thin Coating for Anti-corrosive Pprotection of Steel Substrate , 2nd INTERNATIONAL CONFERENCE NANOCON 2010, Olomouc 2010 (12-14 October 2010)
WEB OF KNOWLEDGE
[20] Laník, T., Podjuklová, J., Pelikánová, K., Hrabovská, K., Barabaszová, K., Dobrovodská, L., Bártek, V., Menšikov, V.V., Dvorský, R.: Study of Properties Thin Coatings Content Small Particles, 2nd INTERNATIONAL CONFERENCE NANOCON 2010, Olomouc 2010 (12-14 October 2010)
WEB OF KNOWLEDGE
[21] Dvorský, R., Jandačka, P., Luňáček, J.: Způsob měření měrného povrchu partikulárních látek kapilární elevací,  Přihláška vynálezu ÚPV č. PV 210-121 

PŘIHLÁŠKAVYNÁLEZU
[22] Dvorský. R., Lunacek, Slíva, A., Sancer, J.: Preparation of Si nanoparticular nanocomposite with thin interparticular Sn matrix, 4th INTERNATIONAL CONFERENCE ON SURFACES, COATINGS AND NANOSTRUCTURED MATERIALS, Roma 2009 (19-22 October 2009)

[23] Simha Martynková, G., Slíva, A., Barabaszová, K., Guney, O., Dvorský. R., Lunacek, J.: Carbonaceous Nanoparticles Prepared on Clay Template , 4th INTERNATIONAL CONFERENCE ON SURFACES, COATINGS AND NANOSTRUCTURED MATERIALS, Roma 2009 (19-22 October 2009)

[24] Dvorský, R., Luňáček, J., Slíva, Piksová, K.: Morphology analysis of silicon nanoparticles prepared by cavitation disintegration. Proceedings of Development of Materials Science in Research and Education, 19th Joint Seminar, August 31 - September 4, 2009, Závažná Poruba, Czech and Slovak Association for Crystal Growth, 2009, p. 44-45. ISBN 978-80-89088-81-2

[25] Dvorský, R., Luňáček, J., Slíva, A., Barabaszová, K., Seidlerová, J., Matýsek, D.: Morfologie agregátů nanočástic křemíku připravených v desintegrátoru Water Jet Mill, JEMNÁ MECHENIKA A OPTIKA, 6, 2009, p.179 - 184

[26] Dvorský, R., Luňáček, J.: Pneuhydraulický WATERJET generátor pro nanomletí. Funkční vzorek ev.č. 018/12-12-2008_F
FUNKČNÍ VZOREK
[27] Dvorský, R., Luňáček, J., Slíva, A.: Dynamics Phenomena of Cavitation Disintegration of Nanoparticles in a Liquid Suspension using Water Jet Mill (WJM), 1st Nanomaterials and Nanotechnology Meeting, NANO OSTRAVA 2008 (1. – 4. 9. 2008), p. 60. ISBN 978-80-7329-190-7
[28] Dvorský, R., Slíva, A., Luňáček, J.:Preparation of Nanoparticle Materials in New Device WJM (Water Jet Mill), 1st Nanomaterials and Nanotechnology Meeting, NANO OSTRAVA 2008 (1. – 4. 9. 2008), p. 30 . ISBN 978-80-7329-190-7
[29] Luňáček, J., Dvorský, R., Slíva, A.: Preparation of a nanoparticular suspension in the new Water Jet Mill (WJM) device using cavity disintegration, 18th Joint Seminar Development of Materials Science in Research and Education, Hnanice (2. – 5. 9. 2008), p. 37 – 38. ISBN 978-80-254-0864-3
[30] Slíva, A., Zegzulka J., Brázda R., Dvorský, R., Luňáček, J.: Particle Characterisation of Nanoparticle materiale in Water Jet Mill Device, 1st Nanomaterials and Nanotechnology Meeting, NANO OSTRAVA 2008 (1. – 4. 9. 2008) , p. 27 . ISBN 978-80-7329-190-7
[31] Vlašín, O., Postava, K., Dvorský, R., Pištora, J.: Specific aspects of total internal reflection spectroscopic ellipsometry, science24.com/E-MRS Fall Meeting 2007, 2007-09-17
[32] Dvorský, R.: Patent CZ č. 298 759/2007, Způsob vytváření vysokotlakých pulzů v kapalině metodou pulzní multiplikace a zařízení k provádění tohoto způsobu 
PATENT
[33] Dvorský, R., Foukal, J.: Fyzikální měření, VŠB 2007, ISBN 978-80-248-1321-9
[34] Dvorský, R.: The Problem of Identical Particles and Description of Homodiffusion of the Onsagers Theory of Irreversible-Processes, PST 1-3 - DIMETA 88  Book Series: DIFFUSION AND DEFECT DATA - SOLID STATE DATA, PT A : DEFECT AND DIFFUSION FORUM Volume: 66-9 Pages: 263 268  Published: 1990
WEB OF KNOWLEDGE
[35] Dvorský, R.: The Inclusions Grow by Molecular Diffusion. Kovove Materialy - Metallic Materials, 26 (6): 725-732 1988
WEB OF KNOWLEDGE  
[36] Dvorský, R.: Determination of Diffusion-Coefficients fron Selected Parts of Concentration Profile. Kovove materialy-Metallic Materials, 26 (1): 52-63 1988
WEB OF KNOWLEDGE  
[37] Dvorský, R., Dobrovský, L.: Diffusion Sn and Zn in ZnSn Melts et 480 Degrees C, Kovove Materialy-Metallic Materials, 26 (1): 125-128 1988 
WEB OF KNOWLEDGE  
[38] Dvorský, R., Dobrovský, L.: Stanovení koncentrační závislosti koeficientu difúze 65Zn ve slitině Zn-Sn z rozdělení koncentrace v okolí difúzního rozhraní. Československý časopis pro fyziku A, vol. 34, 1984, s. 40 – 46 ISSN 0009-0700
